The optimization of the type of sample pad

To optimize the type of sample pad, 5 kinds of sample pads (SB-06, G-2, G-8, GL-B04, and polyester film) were used to make the sandwich ICA. 80 (l PB (0.2 M，pH 7.4, containing 1% (w/v) Tween-20) was added to the test strip and photos were taken after reaction for 15 min. 
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Fig. S3 Optimization of the type of sample pad.


