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[bookmark: OLE_LINK16]Figure S1. a. UV-VIS spectra of Dox, Fe2O3-PDA, Fe2O3-PDA-Dox; b. cumulative Dox drug release curves of Fe2O3-PDA-Dox nanoparticle solutions of differing pH.
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Figure S2. T2WI images of aqueous solutions with differing concentrations of Fe2O3-PDA-Dox nanoparticles. 
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[bookmark: OLE_LINK23][bookmark: OLE_LINK24][bookmark: OLE_LINK21][bookmark: OLE_LINK22]Figure S3. Photothermal response and heating curves of aqueous solutions with differing concentrations of Fe2O3-PDA-Dox nanoparticles. 
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