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	Period (weeks)
	Nernstian  slope*
(mV decade-1)
	Detection 
limit (M)

	1
	19.51±0.10
	8.0×10-7

	2
	19.44±0.35
	8.0×10-7

	3
	19.31±0.15
	9.0×10-7

	4
	19.19±0.34
	9.5×10-7

	5
	19.11±0.25
	9.5×10-6

	6
	18.98±0.19
	1.0×10-6

	7
	18.76±0.37
	1.0×10-6

	8
	18.78±0.27
	1.0×10-6

	9
	18.63±0.36
	1.0×10-6

	10
	18.57±0.44
	1.5×10-6

	11
	18.47±0.43
	2.5×10-6

	12
	18.21±0.56
	4.0×10-6

	13
	17.86±0.53
	5.5×10-6


                            * Average and standard deviation for quadruplet measurements.
